Crack Detection with Optically Activated Coatings Systems (OACS)

Cracks show up as bright lines. Here, the undercoat or primer coat has OACS while the topcoat is passive (no OACS). The crack, invisible in ambient light, shows up as a bright line under ultraviolet light.  The OACS is available in varying colors and ultraviolet frequencies.

